
                                                    Certificate of Analysis
Barite
Sample BaO SiO2 Al2O3 Fe2O3 CaO Na2O K2O
 % % % % % % %
Barite 65.45 0.01 0.01 0.01 0.01 0.01 0.01

Sample MgO TiO2 MnO P2O5 L.O.I SO3 Cl
 % % % % % % ppm
Barite 0.01 0.037 0.001 0.001 0.20 34.33 3

Sample V Cr Ni Cu Zn As Sr
 ppm ppm ppm ppm ppm ppm ppm
Barite 202 1 20 195 34 19 879

Sample Pb
 ppm
Barite 1

Sample: Major Phase(s) Minor Phase(s) Trace Phase(s)
Barite Barite   (24-1035) -- --
Az : - BaSO4

kV = 40
mA = 30
Ka. = Cu
Fil. = Ni


