
Certificate of Analysis
Talc
Sample SiO2 Al2O3 Fe2O3 CaO Na2O K2O MgO

1 % % % % % % %
Talc 62.03 0.06 0.24 0.15 0.02 0.02 32.42

Sample TiO2 MnO P2O5 S L.O.I
1 % % % % %

Talc 0.014 0.013 0.010 0.012 4.98

Sample: Major Phase(s) Minor Phase(s) Trace Phase(s)
Talc Talc     (19-0770) -- --
Az : - Mg3Si4O10(OH)2

kV = 40
mA = 30
Ka. = Cu
Fil. = Ni


